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We report a study of lamellar silica phase silylation, starting from as-synthesized silica, without the usual
heat treatment step. Characterizations of the modified silica include X-ray diffraction, thermal analysis,
electron microscopy and solid state NMR. Special attention is given to the possibility of keeping the lamellar
organisation along with the elimination of the organic template.

Introduction

Surface modification of oxide substrates by grafting of silicon-
containing molecules is common, for micro-, meso- or non-
porous materials.1–4 Silane grafting on the surface of lamellar
mesostructured silica is of special interest since this modifica-
tion makes the surface organophilic and enhances its com-
patibility with organic solvents or polymers for dispersion or
catalytic purposes, as well as its stability with respect to
atmospheric humidity.5,6

The usual silylating procedures and characterization techni-
ques of silylated porous substrates are not suitable for lamellar
mesostructured silica. Indeed, for most three-dimensional por-
ous materials, including the well-known MCM-41 mesoporous
molecular sieve, the silylating step is done after a high tem-
perature treatment, in order to burn out the organic template,
if present, and above all activate the silanol groups located on
the surface of the pores.7–10 Nevertheless, a lamellar mesos-
tructure would be destroyed during this calcination step.11

Therefore, it is important to develop an alternative silylating
method that is able to preserve the lamellar organisation.

The idea of modifying uncalcined mesoporous materials is
not new, even for tridimensional porous substrates whose
structure is preserved upon thermal treatment. An alternative
post-treatment procedure was studied in order to achieve, in a
single step, several goals: preparation of functionalized meso-
porous materials with hydrophobic surfaces, removal of sur-
factant molecules from the mesopores, avoiding high
temperature calcination or solvent extraction steps and avoid-
ing structure shrinkage during the calcination process. More-
over, this technique showed a higher surface coverage of
grafted ligands, compared to the silylation of calcined materi-
als, especially in the case of hindered alkylsilanes. The first
attempts were carried out by refluxing the uncalcined materials
for 36 h in pure chlorosilane agent, then adding a small amount
of pyridine for an additional 18 h reflux.12 Later, a dry and
non-polar solvent, which is able to extract the template out of
the interlayer space and free the surface silanol groups, has
been proposed to drive the silylating reaction with a silylating
agent, directly on as-synthesized mesostructured solids.13

Characterization of modified microporous oxides is usually
done by gas adsorption measurements with molecules of well-
known size (toluene, n-hexane, water). Such experiments can

establish whether modification occurs inside the pores or on
the external surface and provide information about pore
blocking, uniformity of surface coverage.14,15 However in the
case of lamellar phases, this technique can be not suitable since
the accessible surface is not delimited by walls organised into
pores with a specific size and geometry. Other characterization
techniques are thus envisaged in order to get information on
the preservation of the lamellar organization and the grafting
level of the silylating agent onto the substrate. X-Ray diffrac-
tion, thermal analysis, electron microscopy and solid state
NMR constitute useful tools for the understanding and
description of the modified lamellar silica structure.
We present here the results of an adapted silylating proce-

dure applied to uncalcined lamellar mesostructured silica,
synthesized in acidic or basic medium, and structural charac-
terization of the modified solid phase obtained.

Experimental

Synthesis of the lamellar mesostructured silica

Dimethyldioctadecylammonium chloride (2�C18Cl, KaO
Corp.) is dispersed in hot water (50 1C) at a concentration of
3 wt% with axial stirring, until a homogeneous medium is
obtained. In order to facilitate the dispersion, the surfactant is
first melted on a hot plate then transferred into the pre-heated
water under vigorous stirring and the resulting white-blueish
suspension is aged for 30 min to complete the mesophase
formation. Concentrated HCl or tetramethylammonium hy-
droxide (TMAOH, Merck) is then added dropwise to the
mixture to adjust the pH to the desired value: 0 for acidic
synthesis and 12 for basic synthesis. This results in an increase
of the suspension turbidity. The silica precursor is then added
to the template under stirring in a molar ratio surfactant : Si ¼
1 : 0.22. Two silica precursors were used: sodium silicate
solution with 25.5–28.5 wt% SiO2 (Silicate Na, Merck) and
tetraethyl orthosilicate (TEOS, Hüls). Two combination are
chosen: TEOS/2�C18/acid and Silicate Na/2�C18/basic.
The reacting mixture is kept under stirring at 50 1C for 21 h

then filtered off, and washed several times with room tempera-
ture de-ionized water, until neutral. The recovered solid is
dried in air at moderate temperature (o50 1C) and ground
for analysis.
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The lamellar mesostructured silica obtained under basic
conditions (hereafter named ‘‘basic substrate’’) is made of
negative silica layers intercalated with the alkylammonium
template ions. The template is anchored by ionic bonding in
the interlayer space.

The lamellar mesostructured silica obtained under acidic
conditions (hereafter named ‘‘acidic substrate’’) is made of
neutral silica layers intercalated with the alkylammonium
chloride template molecules. The template is anchored as ions
pairs by hydrogen-type bonding to the polar surface of the
silica layers.

Surface modification

A direct template displacement method was developed to graft
silane ligands on to the surface of uncalcined mesoporous silica
prepared under acidic conditions.16,17 The organic surfactant
can easily be recovered and re-used as the template of the
mesoporous silicas. The high density of surface silanol groups
in acid-synthesized silica leads to high loading of silanes. The
mild reaction conditions and short reaction time lead to the
preservation of the morphology.

Vartuli et al.18 have used hexamethyldisiloxane solvent or
HMDS ((CH3)3Si–O–Si(CH3)3), in combination with the mod-
ifying agent trimethylsilyl chloride or TMSCl ((CH3)3Si-Cl).
The procedure consists in dispersing 0.5 g of the as-synthesized
mesostructured lamellar silica (hereafter named the substrate)
in 15 g of HMDS mixed with 10 g of TMSCl. The reacting
medium was refluxed overnight (18–20 h) then cooled down to
room temperature and filtered on a Büchner funnel. The
resulting powder is washed several times with acetone to
eliminate solvent traces, then dried at moderate temperature
in air.

Structural characterization

X-Ray diffraction patterns were collected in a Siemens D5000
powder diffractometer using Ni-filtered Cu Ka radiation.
Thermal analysis data were recorded on a Netzsch STA
449C analyzer under air, with a heating ramp of 10 1C min�1

and a gas flux of 50 ml min�1. Transmission electron micro-
graphs were obtained on a Philips CM100 microscope working
at an acceleration voltage of 100 kV. The powders were simply
deposited on a copper grid covered with a formvar thin film.
The 29Si MAS-NMR data were recorded in a Bruker Advance
DSX400 (9.4T) spectrometer operating at 79.5 MHz. Quanti-
tative spectra were obtained by performing one-pulse experi-
ments with a 901 pulse width of 5.5 ms. Quantitativity was
checked by varying the delay time and an optimal value was
found at 480 s.

Results and discussion

The as-synthesized substrates have a different lamellar periodi-
city, which is visible in their X-ray diffraction pattern (fine
curve on Fig. 1 and 2): the lamellar silica obtained in acidic
conditions shows a 37.6 Å periodicity while its basic counter-
part exhibits a peak at 41.5 Å. This is attributed to a higher
content of water, hydroxyl groups and/or organic species in the
basic substrate, which was confirmed by thermal analysis and
solid state NMR (not presented here). The synthesis in acidic
medium from TEOS precursor leads to a solid phase charac-
terized by a higher degree of silica network polycondensation,
along with a more compressed organic layer located between
the silica sheets. Acidic substrates are thus richer in silica,
poorer in silanol groups and have a lower d001 periodicity.
Elemental detection by Energy Dispersive X-ray spectrometry,
coupled to a scanning electron microscope, confirmed the lack
of sodium and chloride ions in the basic substrates and there-
fore corroborates the interaction model dealing with a direct

interaction between the cationic surfactant and the negatively
charged silica network (S1 I�). Counter-ions from 2�C18Cl
and sodium silicate are washed out after synthesis as NaCl. On
the other hand, chloride is detected in acidic substrates, which
confirms the interaction model S1X�I0, where S1 stands for
the cationic surfactant, X� for the chloride ion and S0 for the
neutral silica network.
The two types of substrates were successfully modified and

characterized by X-ray diffraction, thermal analysis, transmis-
sion electron microscopy and MAS-NMR.
The periodicity of lamellar stacking is changed after the

silylating step (bold curve on Fig. 1 and 2): the modified acidic
substrate shows now a larger lamellar periodicity than the
modified basic substrate. The reducing of the lamellar periodi-
city is due to the replacement of the large, intercalated template
molecules by smaller trimethylsilyl groups, grafted on the
surface silanol groups. It is important to note that the lamellar
organisation is preserved in both cases.
Thermal analysis measurements show that this difference in

periodicity is not ascribable to a larger amount of fixed agent
that would lead to a thicker deposited layer. A precise analysis
of thermal analysis curves provides several pieces of informa-
tion related to the internal structure of the modified substrates
(Fig. 3 and 4). First, the total elimination of the intercalated
template is visualized since it caused intense and com-
plex exothermal peaks between 150 1C and 500 1C in the

Fig. 1 X-Ray diffraction patterns of a silica obtained in the TEOS/
2�C18Cl/acid system. Fine curve: as-synthesized substrate. Bold curve:
substrate modified by TMSCl in HMDS.

Fig. 2 X-Ray diffraction patterns of a silica obtained in the TEOS/
2�C18Cl/base system. Fine curve: as-synthesized substrate. Bold curve:
substrate modified by TMSCl in HMDS.

1018 N e w J . C h e m . , 2 0 0 5 , 2 9 , 1 0 1 7 – 1 0 2 1



as-synthesized substrate19 (data not shown here), along with a
mass loss of 40 to 60 wt%. Second, the narrow exothermal
peak related to a very small mass loss confirms the grafting of
the modifying agent. The amount of fixed agent is quite similar
in both cases: it is evaluated as 3.5 wt% for the acidic substrate
and 4.0 wt% for the basic substrate. The grafted trimethylsilyl
group burns at very high temperature (B450 1C), which
indicates a covalent link rather than simple physisorption on
the surface.20,21 Lastly, this combustion reaction corresponds
to the oxidation of trimethylsilyl into SiO2 with evolution of
CO2 and H2O. This oxidative elimination is achieved in a single
step within a narrow temperature range. No endothermic
dehydroxylation process is observed, although the sample
undergoes a progressive mass loss along the entire heating
ramp. The substrate obtained under acidic conditions leads to
a silica-richer solid phase after silylating, since the mass residue
at 1000 1C is higher in this case. This difference is not attributed
to a higher TMS content, therefore it must arise from a
different level of hydration and condensation of the silica
network (confirmed by Si NMR measurements, not shown
here) as well as thicker silica layers. Fig. 5 proposes a summary
scheme of the lamellar packing periodicity, before and after
silylating.

The amount of modifying agent fixed by an oxide is usually
presented in mmol per gram of substrate. Here we consider
that the TMS groups are converted into a molecular layer of
SiO2 during heat treatment: therefore the mass gain by atmo-
spheric oxygen fixation has to be taken into account. When
submitted to heat, each TMS group undergoes a 3/2 O gain
and a 3 CH3 loss. The mass balance isþ(3/2� 16)� (3� 15)¼
�21 g per burned TMS mole. One gram of silylated substrate
loses 4 wt%, which equals 0.04 g. The corresponding quantity
of TMS is thus 0.04/21 ¼ 0.0019 mol. Regarding the molecular
weight of TMS (73 g mol�1), the amount of fixed agent can be
calculated as 2.21 mmol g�1 of pure substrate. Table 1 sum-
marizes the main properties of the two silylated substrates.
Solid state NMR is a powerful technique to investigate the

grafting of silylating agents, to determine the amount as well as
the type of bonding and reactive sites.22,23 A sample of sub-
strate obtained in the TEOS/2�C18/acid was characterized by
Si MAS-NMR, before and after silylating.24 Fig. 6 shows the
repartition of the different Si atom types in this sample. Before
surface modification, the intercalated lamellar silica is mainly
constituted of Q3 and Q4 silicon atoms in equivalent quantity.
The initial silica network can be considered as thin lamellae
with 50% of ‘‘inner Si’’ atoms (Q4) and 50% of ‘‘surface Si’’
(Q3) atoms bearing an OH group. This reveals the very thinness
of the layers, which have a very high surface : volume ratio.
After the grafting of TMS, an intense peak appears in the
spectrum, corresponding to the TMS signal. This new peak
counts for 25% of the total spectrum area, while the Q3 peak
decreases to 9.5% and the Q4 increases to 65.3%. In the
modified substrate, there are thus 6.8 times more Q4 atoms
than Q3. It can be calculated that 3/4 of the surface SiOH
groups have fixed a TMS molecule.
A virtual numbering of the different Si atom types is

presented in Table 2, based on an ideal silica layer containing
1000 inner Si and 1000 surface Si. All the missing Q3 atoms are
converted into Q4 atoms by fixation of a TMS group, and not
by condensation with water evolving for example.
We can make an estimation of the specific surface of the

substrate available for the silylating. The surface area occupied

Fig. 4 TGA and DSC curves of a basic modified substrate. Mass loss
associated with the exothermal peak: 4.0 wt%.

Fig. 5 Summary scheme showing the lamellar packing periodicity
(d001) of acidic and basic substrates, before and after silylating by
TMSCl. Before silylating, it is supposed that the basic substrates are
characterized by thinner silica layers and more elongated intercalated
template molecules.

Table 1 Comparison of the structural characteristics of two lamellar silica’s obtained in acidic and basic conditions. Behavior under silylating

treatment by TMSCl

Silica

precursor

Synthesis pH of the

substrate (before silylating)

dmax of as-synthesized

substrate/Å

dmax of substrate

modified by TMSCl/Å

TMS fixed

amount (wt%)

SiO2 content (dry residue

at 1000 1C) (wt%)

TEOS 0 37.6 20.5 3.5 88.3

Na Silicate 12 41.5 17.0 4.0 71.4

Fig. 3 TGA and DSC curves of an acidic modified substrate. Mass
loss associated with the exothermal peak: 3.5 wt%.
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by a TMS group is around s ¼ 41 Å2.25 One gram of substrate
can fix 2.21 mmol of TMS, which corresponds to a total
surface of:

Stot ¼ n (TMS fixed per gram) � NA � s ¼ 2.21 � 10�3

� 6.024 � 1023 � 41 � 10�20 ¼ 545.8 m2 g�1.

This value is very high especially for a large molecule such as
TMSCl that cannot enter very narrow pores. Such a huge
specific area indicates not only a very good dispersion level of
the lamellae in the HMDS solvent, and their extremely high
aspect ratio, but also a total elimination of the template, which
would hinder the access to the surface reaction sites.

Despite the fact that substrates obtained in basic conditions
are richer in silanol surface groups, they show the same
grafting capacity as the acidic substrates. The spatial hindering
of the grafted TMS groups seems to be the limiting factor of
the surface modification reaction.

Transmission electron microscopy provides additional evi-
dence of the preservation of the lamellar organisation during
the silylating process. Fig. 7 presents four revealing micro-
graphs of the layered morphology of modified substrates.
Micrographs (a) and (c) show large, nearly single layers of
one micron in width. Note the very poor mechanical rigidity
due to the extreme thinness of the silica lamellae, indicated by
the visible folding. Micrographs (b) and (d) are taken at higher
magnification, in zones where the stacking of several layers can
be observed, especially on the border of the aggregates. The
conservation of this regular stacking gives rise to the detected
peak in the X-ray diffraction pattern.

It is easy to understand that these lamellae have very poor
cohesion with each other, since the interlayer space is filled
with the trimethylsilyl groups, pointing towards the next layer,
and interacting only by the way of van der Waals forces. This
lamellar structure should be easily dispersed in a non-polar
medium, such as polyolefins. In contrast, they should remain
stacked together in a polar environment in order to minimize
the contact with their organophilic surfaces.

Conclusions

The modification of as-synthesized lamellar mesostructured
silicas is efficient in a solvent able to extract the intercalated
template out of the interlayer space, at the same time as the
grafting reaction. We have succeeded in modifying both acidic
and basic silica substrates, although they exhibit different
structural characteristics. The chloride ion released by the
TMSCl modifying agent is used during the extraction of the
template out of the basic lamellar silica: the alkylammonium,
initially anchored by ionic binding to the silica surface, cap-
tures the chloride counter-ion to form a neutral ion pair that
can be extracted by the HMDS.
All the characterization techniques show that the lamellar

structure is preserved. The quantitative analysis of the tri-
methylsilyl fixation has revealed that three quarters of the
surface silanols had fixed a TMS group and that the dissocia-
tion of the individual lamellae in the solvent during the
reaction has optimised the contact area between the modifying
agent and the silica to be treated. The reaction is therefore very
complete, and is only limited by spatial hindering considera-
tions of the TMS groups.
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